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a  b  s  t  r  a  c  t

Coaxial  MWNTs@MnO2 confined  in  conducting  polypyrrole  (PPy)  has  been  synthesized  through  an  in  situ
polymerization  of  pyrrole  monomers  in  the presence  of  prepared  MWNTs@MnO2. As an  anode  in  lithium
batteries  (LIBs),  the  obtained  MWNTs@MnO2@PPy  shows  a high  reversible  capacity  of 530  mA  h  g−1 tested
at 1000  mA g−1 even  after  300  cycles  and  an  excellent  rate  performance.  The superior  electrochemical
performance  of  the  nanocable  MWNTs@MnO2@PPy  is  associated  with a  synergistic  effect  of  the  MWNT
eywords:
WNTs@MnO2@PPy composites

ate performance
quivalent circuit
node materials

matrix  and  the highly  conducting  PPy  coating  layer.  This  nanocable  configuration  not  only  facilitates
electron  conduction  but also  maintains  the  structural  integrity  of  active  materials.  In  addition,  an  analysis
of  the  AC  impedance  spectroscopy  and the  corresponding  hypothesis  for DC  impedance  confirm  that  such
configuration  can effectively  enhance  the  charge-transfer  efficiency  and  the  lithium  diffusion  coefficient.
Thus,  PPy  modification  supplied  a promising  route  to obtain  manganese  oxide  based  anode  in order  to
achieve  high-performance  LIBs.
. Introduction

With the rapid increase of energy consumption of portable elec-
ronic device and hybrid electric vehicles, it is highly desirable to
evelop high capacity and high energy density LIBs [1–3]. Though
ommercial graphite with a theoretical capacity of 372 mA h g−1

as been developed with improved performance, its power den-
ity for LIBs is still too low to meet the increasingly growing
emand for high-level applications. Recently, manganese oxide
MnOx), especially for layer structure MnO2 consisted of 2D
dge-shared [MnO6] octahedra layers with K+ cations and water
olecules in the interlayer, beneficial for Li+ transfer, has been

elieved to be a promising anode material for LIBs, owing also to
ts low cost, environmental friendliness, natural abundance and

igh storage capacity (1230 mA  h g−1) [3–8]. However, the draw-
acks such as large volume expansion during repeated lithium
ycling processes and intrinsically poor electrical conductivity can
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lead to rapid deterioration of the electrode, thus greatly limiting
the practical use of the MnO2 anode materials [5,9–13]. Many
useful strategies have been proposed to overcome these issues.
For instance, the preparation of MnO2 nanostructures, such as
spheres [9], nanowires [10], nanotubes [11,12], nanoflakes [5,13],
and nanoplatelets [14], has attracted extensive attention. Besides
the above-mentioned synthesis strategies, researchers focused on
using carbonaceous materials (CMs) including carbon nanotubes
[6,12], carbon nanohorns [15] and graphene [16,17] as buffer carri-
ers for suppressing the pulverization and capacity fading of MnO2
anodes to some extent. In short, various nanostructures can only
give a limited improvement in the electrochemical performance of
MnO2, but generally at lower rates (0.1–0.5 C), whereas at higher
rates capacity and cycling life are not satisfactory. For MnO2/CM
composites, the connection between MnO2 and CMs  is usually
weak, which still gives rise to large volume change during cycling
process. So, it is still a significant challenge to develop an appropri-
ate method for achieving its high performance.

Recently, using conductive polymers to improve electrochem-
ical performance of electrode materials for LIBs has attracted
extensive attention [18–20]. Herein, the well-known polypyrrole
(PPy) has been applied in lithium storage materials, due to their

good intrinsic electrical conductivity (102–103 S/cm) and chemical
stability [19,21]. Moreover, the PPy matrix also shows the func-
tion of accommodating the internal stress of electrode materials
that suffer from severe volume change. Recently, Chen [20] et al.

reserved.
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odified nanosize SnO2 with soft PPy matrix to form a conduct-
ng polymer/SnO2 composite anode and effectively improved its
lectrochemical performance. The similar reports revealed that the
Py coating on Sn [22], SWNTs@SnO2[23], MWNTs@SnO2 [24], CuO
25], and V2O5 [26] would possess favorable electrochemical prop-
rties. But up to now, to the best of our knowledge, using PPy to
oat on MWNTs@MnO2 anode has not been reported.

In this study, we attempt to introduce PPy to uniformly
oat on the surface of MWNTs@MnO2 via using the chemi-
al oxidation polymerization method and form a homogeneous
rganic-inorganic hybrid material, MWNTs@MnO2@PPy, with the
im of improving its electrochemical performance for LIBs. The
tructure, morphology and electrochemical properties of these
anocomposites were investigated systematically. Compared with
he MWNTs@MnO2, the MWNTs@MnO2@PPy anode exhibited an
bviously better electrochemical performance including reversible
apacity, cycling performance, and rate performance. It delivered

 high capacity of 530 mA  h g−1 tested at 1000 mA  g−1 even after
00 cycles. In addition, new insights on the impedance analysis for
nhanced mechanism are provided.

. Experimental

.1. Materials synthesis

Experimentally, all chemicals were of analytical grade. The
WNTs were purchased from Shenzhen Nanotech Port (Shenzhen,

hina) and used as received. The mechanism for the synthesis of the
WNTs@MnO2 composite is described in our previous work [27].
nO2 nanoflakes loading on MWNTs were synthesized by immers-

ng MWNTs into a KMnO4 aqueous solution. Briefly, the reaction
echanism in acidic solution between MWNTs and KMnO4 can

e proposed as the equation of “4MnO4
− + 3C + 4H+ → 4MnO2

3CO2 + 2H2O”. 100 mg  KMnO4 was dispersed in 50 ml  de-ionized
ater and heated to 80 ◦C. And 100 mg  MWNTs were added to the

olution and the mixtures were maintained at 80 ◦C for 10 h. The
H of the solution was adjusted to 3.0 by adding 2 M HCl. The prod-
ct was filtered and washed by de-ionized water, and then dried at
00 ◦C overnight.

In a typical experiment, 50 mg  MWNTs@ MnO2 composite was
rst sonicated in 30 mL  of deionized water containing 4 mg  of
odium lauryl sulfate (SDS) for 20 min  and stirred magnetically for

 h. Then, 21.0 �L of pyrrole was added and stirring continued for
 h. Finally, 6 mL  of 0.1 M ammonium persulfate aqueous solution
as slowly dropped into the above solution. The polymerization
rocess was kept under stirring for 4 h in an ice-water bath. The final
omposite was filtered, washed with deionized water and ethanol
everal times, and then dried at 80 ◦C overnight. The process is
riefly shown in Scheme 1.

.2. Materials characterization

The structure and morphology of the composites were char-
cterized by X-ray diffraction (XRD, RIGAKU SCXmini), ourier
ransform infrared spectroscopy (FTIR), scanning electron micro-
cope (SEM, JSM-6700F), thermal gravimetric analysis (TGA,
ETZSCH STA449 C) and transmission electron microscope (TEM,
ecnai G2 F20). TGA tests were measured from 30 to 1000 ◦C at a
eating rate of 10 K min−1 in air, to evaluate the weight content of
nO2 in these hybrid materials.

.3. Electrochemical measurements
The electrochemical behaviors were measured via CR2025 coin-
ype test cells assembled in a dry argon-filled glove box. The test cell
onsisted of working electrode (∼1.5 mg  cm−2) and lithium sheet
Fig. 1. XRD patterns of the MWNTs@MnO2 and MWNTs@MnO2@PPy.

which were separated by a Celgard 2300 membrane and electrolyte
of 1 M LiPF6 in EC:EMC:DMC (1:1:1 in volume). The working elec-
trode consisted of 80 wt.% active material, 10 wt.% carbon black
and 10 wt.% polymer binder (Carboxymethyl cellulose, Na-CMC).
The electrodes were dried at 100 ◦C for 12 h in a vacuum. Cyclic
voltammetry tests were operated on a CHI660D Electrochemical
Workstation with a scan rate of 0.50 mV  s−1. The cells were cycled
by LAND 2001A at room temperature. Electrochemical impedance
measurements were carried out by applying an ac voltage of 5 mV
over the frequency range from 1 mHz  to 100 kHz. In addition, the
specific capacities in this article were calculated based on the over-
all mass of the composite.

3. Results and discussion

The crystalline structure of the MWNTs@MnO2 and
MWNTs@MnO2@PPy was  investigated by XRD. From Fig. 1,
the diffraction peaks at 12.5◦, 25.2◦, 37.3◦, 42.5◦, 65.6◦ and 79.9◦

presented both in MWNTs@MnO2 and MWNTs@MnO2@PPy can
be well-assigned to the (0 0 1), (0 0 2), (−1 1 1), (−1 1 2), (0 2 0) and
(−2 2 1) planes of MnO2 crystal according to the standard data
file (JCPDS no. 80-1098). The diffraction peak of MWNTs near
26.5◦ was overlapped with the (0 0 2) plane of the MnO2 in the
composites. MWNTs@MnO2@PPy show an XRD pattern similar to
that of MWNTs@MnO2 but the peak at 26◦ for MWNTs has slightly
weakened, suggesting the crystal structure of MnO2 is not affected.
Furthermore, the corresponding selected area electron diffraction
patterns (Fig. S1) also corroborate the polycrystallinity of these
two samples, which are in agreement with the XRD results.

The morphology and structure of the samples were first exam-
ined by scanning electron microscope (SEM) and transmission
electron microscope (TEM). As shown in Fig. 2a, the as-obtained
MWNTs@MnO2 shows homogeneous cross-linked morphology
with diameter in the range 50–70 nm.  After PPy coating, the
MWNTs@MnO2 becomes a little thicker with size increased to
approximately 70–90 nm (Fig. 2b), indicating that the thickness of
the PPy layer is about ∼10 nm.  It should be noted that none of the
PPy layer blocked the opening of the three-dimensional entangled
structure of the MWNTs@MnO2. The same results can also be found
in the TEM images shown in Fig. 2c and d. In addition, the clear
interlayer spacing of 0.21, 0.24 and 0.70 nm,  corresponding to the
(−1 1 2), (−1 1 1) and (0 0 1) planes of MnO2, could be found in the
HRTEM image (insets of Fig. 2c and d). For MWNTs@MnO2@PPy, the

TEM image also shows that the PPy is well coated on the surface
of the MWNTs@MnO2 (inset of Fig. 2c). The uniform PPy coating is
beneficial to the fast diffusion and migration of ions in the polymer,
thereby improving the electrochemical performance of electrode.
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Scheme 1. Schematic illustration of the fabricati

In order to further confirm the presence of PPy, element map-
ing was used to observe the distribution of PPy. As presented

n Fig. 3, the color points are due to the presence of the ele-
ent. The element N is present due to the presence of PPy. It

an be seen that C, O, Mn  and N in the sample are homoge-
eously distributed in the composite, indicating the conducting
Py is homogenously coated on the surface of the MWNTs@MnO2.
urthermore, the FTIR spectra presented in Fig. S2 are also used
o verify the chemical structure of MWNTs@MnO2@PPy. The FTIR
ata provide another proof to confirm the presence of PPy on the
urface of MWNTs@MnO2. Based on the TGA result in Fig. S3, the

oading ratio of MnO2 in MWNTs@MnO2 composite is 48 wt.%,
nd that of PPy in the MWNTs@MnO2@PPy composite was about
6 wt.%.

ig. 2. (a) and (b) SEM images of the MWNTs@MnO2 and MWNTs@MnO2@PPy; (c) a
WNTs@MnO2@PPy.
WNTs@MnO2@PPy using a two-step approach.

To evaluate the electrochemical behavior, coin cells based
on MWNTs@MnO2 and MWNTs@MnO2@PPy composites were
subjected to cyclic voltammetry (CV) testing as well as
discharge–charge (D-C) cycling. Fig. 4a shows the initial seven CV
curves of the MWNTs@MnO2 composite at a scan of 0.5 mV  s−1 with
a cutoff window of 0.05–3.00 V. There was  a broad reduction peak
near 2.5 V in the 1st cathodic scan, which was attributed to the
decomposed electrolyte. A following irreversible reduction peak of
0.60 V is assigned to the formation of a solid electrolyte interface
(SEI) layer and the reduction of Mn4+ to Mn2+, while the intense
peak from 0.25 to 0.05 V can be ascribed to the further reduc-

tion of Mn2+ to metallic Mn  and the Li ions intercalate in MWNTs.
Two oxidation peaks at 1.30 and 2.30 V in the 1st anodic scan
can be observed, which means that the electrochemical oxidation

nd (d) TEM and the corresponding HR-TEM images of the MWNTs@MnO2 and
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Fig. 3. STEM image (a) and carbon (b), oxygen (c), manganese (d), n

eaction proceeds by two steps. From the 2nd cycle, the repeated Li
ons insertion/extraction in/out MWNTs@MnO2 leads to two  pairs
f redox peaks at ∼0.2/1.3 V and ∼1.0/2.3 V, respectively. Com-
ared with MWNTs@MnO2, Fig. 4b shows that the redox peaks
f the 7th cycle is very close to the 2nd one, which exhibits good

eproducibility and similar shapes, revealing a better electrochem-
cal stability for MWNTs@MnO2@PPy anode. In addition, the 0.55 V
eduction peaks presented in both samples disappear in the subse-
uent cycles, indicating that formation of the SEI layer only takes

(b)
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ig. 4. Cyclic voltammetry curves and first two discharge–charge curves between 0.05
WNTs@MnO2 and (b, d) MWNTs@MnO2@PPy.
n (e) element mapping images of as-obtained MWNTs@MnO2@PPy.

place during the 1st cycle. Accordingly, the first two D-C voltage
profiles of these two electrodes are shown in Fig. 4c and d. The
related potential plateaus such as 0.55, 1.30 and 2.30 V in the D-C
process are consistent with the results of CVs.

The cycling performance for MWNTs@MnO2 and

MWNTs@MnO2@PPy electrodes in the voltage range 0.05–3.0 V
is displayed in Fig. 5. Fig. 5a compares the cycling perfor-
mance of these two composites at 100 mA  g−1. Apparently, the
MWNTs@MnO2@PPy electrode exhibited a significantly improved
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Fig. 6. Long cycle performance of MWNTs@MnO2@PPy electrode.

nanostructure of MWNTs@MnO2@PPy, in which the porous and
conductive PPy matrix serves as efficient diffusion channels for Li
ions.

Table 1
Impedance parameters of MWNTs@MnO2 and MWNTs@MnO2@PPy anodes after
test.
ig. 5. Cycling performance of MWNTs@MnO2 and MWNTs@MnO2@PPy elec-
rodes: (a) at a current density of 100 mA g−1; (b) at various current rates of 100,
00, 400, 800, 1000 and 100 mA g−1, respectively.

yclic capacity. The reversible capacity for the MWNTs@MnO2@PPy
lectrode retains at ∼450 mA  h g−1 after 30 cycles, and then
ncreases with cycling and reaches ∼820 mA  g−1 after 120
ycles. It should be pointed out that the coulombic efficiency
or MWNTs@MnO2@PPy increases quickly to 100% after a few
ycles. However, the MWNTs@MnO2 only delivered a low capacity
f ∼200 mA  h g−1 after 100 cycles. In addition to high capac-
ty and good electrochemical stability, the rate performance
f MWNTs@MnO2@PPy was also tested by changing the cur-
ent density. As presented in Fig. 5b, the specific capacities of
WNTs@MnO2@PPy were 530, 450, 400, 370, 350 mA  h g−1 when

ycled under the current densities of 100, 200, 400, 800 and
000 mA  g−1, respectively. When the current density is turned
ack to 100 mA  g−1 after 50 cycles at various rates, the capacity
an recover to 800 mA  h g−1 and retain for even 120 cycles. In
ontrast, the capacities for MWNTs@MnO2 cycled at different rates
rogressively decreased with cycling and only delivered a low
apacity of ∼180 mA  h g−1 after 100 cycles.

We further evaluated the long cycle performance of the
WNTs@MnO2@PPy anode at relatively high current densities of

00 and 1000 mA  g−1 after being activated at 100 mA  g−1 in the first
hree cycles. As presented in Fig. 6, the specific reversible capacity

easured at 1000 mA  g−1 can still stabilize at 530 mA  h g−1 after
00 cycles. As discussed later, the excellent lithium storage perfor-
ance should be promoted by the MWNT  supporter and uniform

Py coating.
As we know, electrochemical impedance spectroscopy (EIS) is

 highly resolved electro-analytical technique that may  provide
nique information about the nature of electrode process related
o a wide range of time constants [28]. Fig. 7 presents EIS pro-
les of MWNTs@MnO2 and MWNTs@MnO2@PPy after test and
he corresponding equivalent circuit. The overall shape of Nyquist
lots for all samples are composed of three parts, essentially two

emicircles followed by a one line. According to the literature
20,26], the high-frequency semicircle is related to Li ion migra-
ion through the SEI film covering the surface of the electrode,
he middle-frequency semicircle is attributed to charge transfer
Fig. 7. The EIS profiles of MWNTs@MnO2 and MWNTs@MnO2@PPy anodes after
long  cycling. The inset shows the corresponding equivalent circuit.

through the electrode/electrolyte interface, and the steep sloping
line is assigned to solid-state diffusion of the Li ions into the bulk
of the electrode material. The impedance spectra are fitted with an
equivalent circuit as shown in the inset of Fig. 7, where the sym-
bols, Re, Rsf, Rct, and Rw, denote the solution resistance, the diffusion
resistance of Li ions through SEI layer, the charge-transfer resis-
tance and Warburg impedance, respectively. As shown in Table 1,
the fitting results of Re, Rsf, Rct, and Rw of both samples indicate
that the Rct value of PPy coating composite is smaller than that
of MWNTs@MnO2, indicating that the presence of PPy can sig-
nificantly improve the charge transfer resistance for electrode. To
further investigate the electrode kinetics, the diffusion coefficient
of Li ions (DLi

+) can be calculated from EIS data via a previously
reported method [29]. Fig. S4 shows the linear fitting of Zreal vs.
ω−1/2, from which the slope � can be obtained. The related cal-
culation was  also shown in supplementary information. The DLi

+

for MWNTs@MnO2@PPy is calculated to be 8.7 × 10−11 cm2 S−1.
In comparison, that of MWNTs@MnO2 shows a lower value of
1.1 × 10−11 cm2 S−1. The result should be attributed to the unique
Re (�) Rsf (�) Rct (�)  DLi
+ (cm2 S−1)

MWNTs@MnO2 9.9 128.6 423.5 1.1 × 10−11

MWNTs@MnO2@PPy 8.4 132.9 52.2 8.7 × 10−11
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Fig. 8. The phenomenological resistance models and corresponding e

For practical application, the electrochemical mechanism under
irect-current (DC) mode for these coin cells should be carried out.

n addition, the degradation of the conductivity in electrode can
esult in an enhanced interface polarization, which is considered to
e responsible for the deterioration of the electrochemical perfor-
ance. According to scattering theory of electron transport across

he interface [30], phenomenological resistance models are set up
nd the corresponding DC equivalent circuits between active mate-
ials describing these processes are shown in Fig. 8, which includes
he carbon (MWNTs and CB) resistance Rc, the MnO2 resistance
MnO2 , the PPy resistance RPPy, and the Re for surface resistance
rising from the species on the anode surface, respectively. Com-
ared these two samples shown in Fig. 8c and d, the total resistance
f MWNTs@MnO2@PPy in parallel is much smaller than the pris-
ine one. Thus, the presence of high electronic-conductive PPy on
he surface of the anode is beneficial to reduce the total resistance.
s a result, the cycling stability can be improved with PPy coating.
ig. S5 reveals that the improved electrochemical performance of
WNTs@MnO2@PPy is also due to the stabilization of the nanoca-

le structure.

. Conclusion

In summary, a nanocable MnO2@MWNT@PPy is developed for
se as an excellent performance anode in LIBs. It was  prepared
hrough an in situ polymerization of pyrrole monomers in the pres-
nce of prepared MWNTs@MnO2. Benefiting from the synergistic
ffect of the MWNT  matrix and the conducting PPy coating layer,
he MWNTs@MnO2@PPy electrode displays a high capacity, supe-
ior cyclic stability and excellent rate performance. These results
ndicate the great potential of PPy coating manganese oxide based
node for high-performance lithium batteries.
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